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We prepared high-purity oxygen-free and single-phase Ni nanocrystals using the gas condensation
and deposition method in order to examine the random anisotropy model RAM. The grain size of
an as-prepared sample was estimated to be 8–10 nm. Thermal annealing increased grain sizes D
up to 22 nm. Clear D6 dependence of the coercive force on a grain size smaller than 13 nm was
obtained for samples prepared on both plastic and KBr single-crystal substrates. For larger grain
sizes, Hc decreased with D−1 and these results clearly conform to the RAM in single-element
nanocrystal systems. A local anisotropy constant was estimated from the slope of the D6 relation and
the peak of Hc at D=13 nm. © 2006 American Institute of Physics. DOI: 10.1063/1.2188597Ferromagnetic nanocrystalline materials have been in-
vestigated since the discovery of excellent soft magnetic
properties in thermally recrystallized amorphous materials.1,2
The steep decrease in coercive force was interpreted by
Herzer using the random anisotropy model RAM.3 This
model clearly supports the theorem that the coercive force
Hc is proportional to D6 of the grain size D when the
magnetic anisotropy over the magnetically coherent area that
covers a large number of crystallites is averaged.
The original model was created for use in a simple sys-
tem but has been extended to systems with two separate
phases and systems accompanied by uniform uniaxial mag-
netic anisotropy.4 Those are more realistic, in practical ma-
terials made those of amorphous states.5 To understand the
role of averaging of crystalline anisotropy, experimental evi-
dence on single element and single phase nanocrystals is
required. Fe and Ni nanocrystalline materials have been re-
ported as being prepared using a gas condensation and com-
paction technique.6 However, the results on the systems were
not well supported by the simple RAM.
A gas condensation and deposition method GDM Ref.
7 has been developed for the production of nanocrystalline
materials.8 In the GDM, a simple process prevents the sur-
face oxidization of ultra-fine particles UFPs and oxygen-
free metallic nanocrystals can be produced. The density of
the GDM nanocrystals was reported almost the same as the
bulk for the Au nanocrystals9 and the porosity of the GDM
nanocrystals is considered to be the same order or better than
those from other techniques. In this letter, we demonstrate
the D6 dependence of coercive force on the grain size of
single phase Ni nanocrystals n-Ni prepared using GDM.
Additionally, the structure and magnetic anisotropy that ap-
peared in the nanocrystals are discussed.
Ni nanocrystals were produced using the GDM.8 UFPs
were prepared by heating Ni metal in a carbon crucible in an
evaporation chamber keeping the He gas pressure at 0.1 MPa
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evaporation.10 The UFPs were transferred into a deposition
chamber because of the He gas flow resulting from the pres-
sure difference and were deposited on a substrate using a
nozzle with a 0.6 mm inner diameter. In this process, nano-
crystals are formed within a few milliseconds after generat-
ing UFP and the oxidization can be suppressed. Polyimide
Kapton films and KBr single-crystal wafers were used as
substrates. The nanocrystals were several m thick, much
larger than the coherent length of the magnetic exchange
coupling.
X-ray diffraction XRD studies were carried out in two
ways. First, high-energy 25 keV XRD study using a syn-
chrotron orbital radiation X-ray source at SPring–8, BL–
2B1, was performed on a limited number of samples to ob-
tain higher-order diffraction peaks and high-quality data.
Measurements were carried out for reflection and transmis-
sion geometries to check the anisotropic alignment of crystal
axes. Second, for laboratory XRD measurement, a conven-
tional diffractometer Rigaku RINT 2000 with Cu K radia-
tion was used. Both data sets for the same samples were
compared to estimate the grain sizes using Scherrer’s equa-
tion and a Wilson plot. The oxygen content was confirmed to
be less than 5% with Auger electron spectroscopy AES.
Magnetization curves were obtained using a vibrating sample
magnetometer. Thermal annealing was carried out in a
vacuum to increase grain sizes.FIG. 1. SEM image of Ni nanocrystals prepared with GDM.
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152501-2 Kita et al. Appl. Phys. Lett. 88, 152501 2006A scanning electron microscope SEM image of Ni
nanocrystals is shown in Fig. 1. Small grains with a size of
10 nm are seen. However, it is difficult to ascertain the
change in average sizes after thermal annealing. Figure 2
shows the XRD patterns of n-Ni annealed at 350 °C for
10 min. More than nine reflections from the face-centered-
cubic fcc Ni were detected and no remarkable difference
was seen in the profiles obtained with reflection and trans-
mission geometries. It is noted that significant 111 pre-
ferred orientation normal to the substrate has been found in
Au nanocrystals prepared in the same manner.9 The Wilson
plot of the reflection geometry data is shown in Fig. 3. The
solid line represents the results of the least-squares fitting.
The slope and the y-axis intercept lead to a mean diameter of
10.8 nm and nonuniform strain of 0.16%, respectively. The
points for two low angle diffractions deviated from the fitted
line. However, the other seven points can be fitted with a
linear line given by a fitting for all points. A similar trend has
been attributed to stacking faults on the fcc 111 plane.11
This narrow linewidth may be attributed to the twinned
structure, where two individual fine particles possess 111
planes. In such a case, only 111 reflections have a narrow
linewidth. It is noted that multiple twinned grains, in which
adjacent grains share 111 planes, were often found in ul-
trafine particles of fcc metals.12
FIG. 2. XRD patterns of the n-Ni prepared with GDM. Data were taken at
an x ray of energy 25 keV.
FIG. 3. Wilson plot for the n-Ni prepared with GDM. The reflection data
from Fig. 2 was used for plotting.
Downloaded 03 Apr 2007 to 130.158.56.189. Redistribution subject toData from the laboratory experiments well reproduce the
low angle part of the Wilson plot. The diameter deduced
from the plot was compared to the averaged value of the
diameters of four peaks given by Scherrer’s relation and
these amplitudes were almost equal. We used this averaged
size estimated from the laboratory experiments as a true
grain size.
The grain size increased to 20 nm when the sample was
annealed at 400 °C. Coercive forces are plotted against the
mean grain size of the Ni nanocrystals in Fig. 4. For two
samples prepared on different substrates, Hc’s increase
steeply and then decrease moderately as the grain sizes in-
crease. Solid lines in Fig. 4 are results of fitting for the nano-
crystalline region and the multidomain region. The numbers
of the power obtained were 6.0±1.1 and 5.9 for polyimide
and KBr substrates, respectively. The latter value includes a
much larger margin of error than that for the polyimide sub-
strate samples due to the narrow range of particle diameter.
However, it agrees with the theoretically predicted value of
6.3
Local magnetic anisotropy can be evaluated from the











where K1 , Ms , A, and Pc are a local anisotropy constant,
saturation magnetization, an exchange stiffness constant, and
a constant factor ranging between 0.2 and 2 Ref. 3, respec-
tively. Lex is a correlation length defined as 	A / K1 with
=1. In spite of the fact that the n-Ni exhibits sixth-power
behavior,13 the absolute value of Hc is much larger than the
calculated value using the bulk value of magnetic anisotropy.
There are two interpretations to explain this enhancement.
The first one is that the local magnetic anisotropy K1 is
solely enhanced to be 2.8±0.8105 erg/cm3 from that of
bulk, 5.7104 erg/cm3 Ref. 14 without changing other pa-
rameters. This enhancement can be attributed to the surface
magnetic anisotropy that is reported on the UFP.15 The other
FIG. 4. Grain size D dependence of coercive force Hc for n-Ni. Data for
n-Ni prepared on Kapton substrates  and the KBr substrates • were
shown.mechanism is that the exchange stiffness is weakened by 0.5
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152501-3 Kita et al. Appl. Phys. Lett. 88, 152501 2006times. However, no remarkable reduction of the magnetiza-
tion was detected for annealed samples below the annealing
temperature see Fig. 5. Therefore, enhancement by the lo-
cal anisotropy is realistic. Such enhancement in fine particles
has been sometimes reported and the factor of 5 in this case
can be attributed to that mechanism. The structural model
derived from the powder XRD profile proposed as that ran-
dom chain of grains connected with 111 planes also sup-
ports the averaging of anisotropy.
The peak value of Hc=76 Oe was placed at D
=13 nm. In the RAM argument,16 this size was equal to the
basic exchange length Lex
0
=	A /K1, where  ia a propor-
tionality factor in the order of one and Pc in Eq. 1 is re-
placed by Pc /6. Using the relation, Hc= PcK1 /Ms at the
peak and assuming Pc=0.64, K1 was obtained to be 5.7
104 erg/cm3, which is close to the bulk Ni anisotropy con-
stant. The result leads to =0.36 using A=0.75
10−6 erg/cm.14 This analysis enables us to estimate the
local magnetic anisotropy K1 in the n-Ni and  with only
one open parameter, Pc, however, the amplitude of  is
smaller than the expected value of 1.5 Ref. 16. This is
another qualitatively reasonable interpretation of the position
of the peak. The difference in the positions of the peaks
between the different substrates may be due to stress caused
by the difference in the thermal expansion coefficients of the
FIG. 5. Temperature dependence of magnetization for n-Ni prepared on an
SiO2 substrate. A solid line indicates the result of fitting using Brillouin
function with S=1/2. TC was estimated to be 620 K. A triangle  depicts
the room temperature amplitude after the higher temperature measurement.substrate and nanocrystals.
Downloaded 03 Apr 2007 to 130.158.56.189. Redistribution subject toWe reported that high-energy XRD was effective in de-
termining grain size. Clear D6 dependence in the relation
between grain size D and coercive force Hc was demon-
strated in single-phase Ni nanocrystals. The magnetic aniso-
tropy constant was estimated from the slope of the D6 rela-
tion and the peak position.
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